Fire Test Report
API Standard 6FB, Third Edition

Performed for

Planichem Srl

www.planichem.com

< [
< »

6 inch Class 300 Spiral Wound 316L Gasket |

With Micatherm Filler
Oftf-shore Test

Project Number: 216058
Test Date: March 4, 2016
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